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Part 1 General 

1.1 QUALITY ASSURANCE 

.1 Execute the work of this Section by fully equipped, expert craftsmen, highly skilled in 

millwork fabrication. 

.2 Quality of work and materials:  Unless otherwise specified, comply with the requirements 

for Premium Grade in accordance with the 2005 AWI/AWMAC Architectural Woodwork 

Quality Standards Illustrated Eighth Edition Version 2 (AWI/AWMAC QSI). 

1.2 DEFINITIONS 

.1 Exposed Surfaces:  Surfaces exposed to view.  Surfaces visible when doors and drawers are 

closed, backs of hinged doors and edges of hinged doors when opened. 

.2 Semi-Exposed Surfaces:  Surfaces that become visible when drawers and doors are opened. 

.3 Concealed Surfaces:  Surfaces not visible after installation. 

1.3 DELIVERY, STORAGE, AND HANDLING 

.1 Store work in a temperature and humidity controlled area. 

.2 Protect fire-retardant materials against high humidity and moisture. 

.3 Provide protective coverings of suitable material for plastic laminate items; take special 

precautions at corners. 

.4 Provide dry storage areas.  Stack materials with 150 mm (6") clearance off the floor. 

1.4 SUBMITTALS 

.1 Shop Drawings:  Show large scale details of construction.  Indicate profiles of members, 

jointing, fastening, strapping, cut-outs for mechanical and electrical services and related 

items. 

.2 Samples:  Duplicate 150 mm x 150 mm (6" x 6") samples of baseboard for review, show 

colours and details of edging, forming and construction. 

Part 2 Products 

2.1 MATERIALS 

.1 Wood members:  Clean, seasoned, straight, square and true on all four sides.  Comply with 

minimum size and tolerances of CSA 0141.  Grade-mark all wood materials.  Kiln dry wood 

materials for interior use to a moisture content of 4 to 8%, and 7 to 10% for exterior use. 

.2 Concealed Framing:  NLGA, S-Dry No. 1 grade Ontario White Pine or Douglas Fir, comply 

with BCLMA Construction grade. 
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.3 Glue For Wood Assemblies:  CSA 0112 Series, polyvinyl adhesive. 

2.2 FABRICATION - GENERAL 

.1 As far as practical, shop assemble work for delivery to site ready for installation and in size 

easily handled and to ensure passage through building openings.  Leave ample allowance for 

fitting and scribing on the job. 

.2 Fabricate work square and to the required lines.  Recess and conceal fasteners and anchor 

heads.  Fill with matching wood plugs. 

.3 Provide wood members free from bruises, blemishes, mineral marks, knots, shake and other 

defects and select for colour, grain and texture.  Machine and hand sand surfaces exposed in 

the finished work to an even, smooth surface free from defects detrimental to appearance. 

.4 Finish exposed edges and curves smooth.  Keep contrast in colour and grain in adjoining 

materials to a minimum. 

.5 Provide running members in the maximum lengths obtainable.  Provide thickness of 

members in maximum dressed size of standard lumber 

.6 Spline or key solid boards 150 mm (6") and wider and glue under pressure.   

.7 Design and fabricate work to allow for expansion and contraction of the materials.  Unless 

otherwise specified, work shall be glued, and blind screwed or nailed.  Properly frame 

material with tight, hairline joints and hold rigidly in place.  Use glue blocks where 

necessary. 

.8 Conceal joints and connections wherever possible. Set and fill surface nails.  Prevent 

opening-up of glue lines in the finished work. 

.9 Comply with glue Manufacturer's recommendations for lumber moisture content, glue shelf 

life, pot life, working life, mixing, spreading, assembly time, time under pressure and 

ambient temperature. 

.10 Set nails and screws, apply wood filler to indentations, sand smooth and prepare to receive 

finish.  Clean, ensure surfaces are free of dust. 

2.3 FABRICATION - BASEBOARDS 

.1 Trim members shall be of sizes and profile to match existing adjacent baseboards.  Trim 

members shall be slow-fed work, free from chatter and other machine marks. 

.2 Provide with backs ploughed or kerfed.  Mitre all joints.  Carefully machine drum-sand 

exposed flat surfaces.  Minimize sanding on the job. 



City of Winnipeg Section 06200 

Pan Am Pool Building Envelope Retro-fit FINISH CARPENTRY 

July 2009 Page 3 of 3 

 

Part 3 Execution 

3.1 INSTALLATION 

.1 Set and secure materials and components in place, rigid, straight, level, plumb and square 

with hairline, mitred, joints.  Scribe neatly to adjoining surfaces; install blocking and fillers 

required.  Secure units using concealed fasteners. 

.2 Apply water resistant building paper or bituminous coating over wood framing members in 

contact with cementitious construction. 

END OF SECTION 

 


